
LC: R: 
Rubrene DPA: 9,10 diphenylanthracene

a, /Rubrene b, /9,10 
diphenylanthracene (LC: , R: Rubrene and DPA: 9,10 diphenylanthracene, 
LCR: /Rubrene LCDPA: /9,10 diphenylanthracene )
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FRET 1 M KHCO3
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J at 1.23V (A/m2) Jop (A/m2) 1.23 - Eop (V) η(%) H2:ml/hr∙cm2

LCR 125.48 57.25 0.63 7.48% 5.6 

LCDPA 180.39 87.53 0.66 12.53% 8.7


